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ABSTRACT: The current study uses variable temperature, small-angle X-ray scattering (SAXS) to examine the
thermal relaxation behavior of oriented Nafion films as a means to evaluate the morphological stability of this
ionomer at elevated temperatures. The SAXS patterns of uniaxially oriented films are characterized by strong
equatorial scattering peaks which are attributed to scattering arising from the oriented ionic domains (ionomer
peak cag = 2 nnt1). The intensity of the equatorial peaksbtained from integration in the azimuthal direction
(x)—and the degree of orientatieitalculated using the Hermans orientation functifya-fvere monitored as a
function of temperature. At lower temperatures, a constant val@i@d a correlation between tiferelaxation

and a slight decrease in the scattering intensity of the equatorial peaks are in agreement with our earlier assignment
of the § relaxation to thel, of Nafion. At temperatures in the vicinity of threlaxation, the static electrostatic
network inhibits long-range molecular relaxation and yields a persistent anisotropic morphology. In contrast,
significant changes in intensity of the equatorial peaks and values of the orientation parameter at elevated
temperatures were shown to correlate well withdhelaxation observed in DMA. At temperatures in the vicinity

of the a relaxation, a significant destabilization of the oriented electrostatic network occurs (i.e., through the
activation of a dynamic network involving significant ion-hopping processes), thus facilitating the observed
relaxation to an isotropic morphology. Therefore, morphological stability in this ionomer is principally governed
by the thermal stability of the electrostatic network and not the glass transition.

Introduction ionomer#%-18 With electron density differences between the

The most widely studied perfluorosulfonate ionomer (PESI)  ionic domains and the PTFE matrix, a scattering maximum
is 1100 equiv weight Nafion, which is a product of the Dupont @PPe€ars in small-angle X-ray scattering profiles ez 1-2
Chemical Company, having the following structure (where nm~*, which has been termed the “ionomer peak”. In addition,
equivalent weight, EW, is the grams of dry polymer per & Very low angle peak or shoulder is often observed atjca.

equivalent of S@ groups). 0.5 nn, which has been attributed to scattering from the
locally ordered crystallites composed of relatively long runs of
PTFE segments between side chdihSeveral structural models
CFZ_CF2>‘<CF2_CF have been proposed in order to explain the origins of the
n X

ionomer peak in Nafiorif~18 however, for the purposes of this
study, it is only necessary that the ionomer peak be attributed
O—CF,—CF,—SO;H to the existence of ionic aggregates that are distributed
throughout the matrix with some degree of spatial heterogeneity.
Because of Coulombic interactions, the polar perfluoroether side With respect to thermal and mechanical properties, these ionic
chains containing the ionic, sulfonate groups have been showndomains are generally accepted to constitute the electrostatic
to aggregate, leading to a nanophase-separated morphologyetwork within PFSI's (i.e., physical cross-links that can inhibit
where the ionic domains, termed clustéraye distributed segmental mobility).
throughout the nonpolar poly(tetrafluoroethylene) (FTFE) ma-  Because of the complex nature of the morphology of Nafion,
trix. In addition, the runs of tetrafluoroethylene, of sufficient several studies have attempted to elucidate and/or verify
length, are capable of organizing into crystalline domains having structural models by manipulating the morphology through
unit cell dimensions VirtuaIIy identical to that of pure PFTE. processes such as solvent Swe”ing and mechanical deforma-
This complex, phase-separated morphology of PFSI's, consistingtion. For the purpose of this paper, discussion will be aimed
of crystalline and ionic domains, has been the focus of severalat those investigations involving mechanical deformation of

O—CFZ_CF—CF3

investigations aimed at characterizing the morphot6gi and Nafion films (specifically, uniaxial extension). In particular,
the thermomechanicdl?® behavior of these technologically  several groups have shown the effect of uniaxial deformation
important materials. on the small- and wide-angle X-ray scattering behavior of the

Numerous morphological studies of Nafion have focused on Nafion membranes in an attempt to evaluate the size, shape,
the small-angle X-ray scattering behavior of this unique and spatial distribution of crystallites and ionic domains in

Nafion#8:13.26-31
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precursor, the lovg peak attributed to intercrystalline domain nels). The channels were proposed to open and widen in the
scattering (often referred to as the long period) at ca. 0.5'1nm  direction of orientation while simultaneously merging with
was observed only in the meridional scan, implying periodicity adjacent domains to form slab-shaped domains, which align in
in the long period in the direction of orientation. However, in the direction of orientation.
the case of the hydrolyzed ionomer, scans revealed that the p\joore and co-workef&28:31.33 have reported that Nafion
ionomer peak was only observed in the equatorial plane, which jyempranes neutralized with alkylammonium ions could be
implies periodicity of the ionic domains perpendicular to the highly oriented at elevated temperatures (achievipgalues
orientation direction. in excess of 5) to yield anisotropic scattering patterns as
Fujimura and co-workefsconducted SAXS studies on measured by WAXD and SAXS. Upon cooling to room
cesium-neutralized Nafion in which the draw ratig(i.e., the temperature, the extremely oriented morphology was found to
ratio of the final, extended length to the initial, undrawn length) persist in free-standing films. As the degree of orientation was
was systematically varied up to a value 4f = 1.5. As the increased, the scattering intensity of the ionomer pesk
draw ratio was increased, the ionomer peak was observed tomeasured by a 2-dimensional area deteeteas shown to
shift to lower angles and decrease in intensity in the meridional increase profoundly in the equatorial direction, while scattering
(orientation) direction while in the equatorial direction the in the meridional direction was shown to effectively disappear.
intensity of the ionomer peak increased and shifted to higher A circular integration over all azimuthal angles of the scattering
angles. By using Bragg'’s law to calculate interdomains spacings patterns was preformed to calculate the scattering invariant for
from the peak maxima, a nonaffine deformation behavior was samples having a range of elongations. An increase in the
observed between the microscopic dimensions and the macroscattering invariant with increasing elongation was attributed
scopic deformation (i.e., draw length). This observation led to to a higher degree of ionic aggregation that yielded a matrix
the conclusion that nonaffine behavior was inconsistent with a with fewer lone pairs, relative to the undrawn state.
model attributing scattering to interparticle interference but
supported a model in which scattering arose from intraparticle

interference (i.e., a coreshell particle). orientation of uniaxially stretched Nafion films. The analysis
Elliot and co-workers29 performed detailed SAXS inves-  in the small-angle region focused on the ionomer peak, while
tigations of the morphology of Nafion membranes subjected to analysis in the wide-angle region focused on the amorphous
uniaxial and biaxial orientation. In agreement with earlier and crystalline peaks as well as a peak labeled peak 3, which
studies, the ionomer peak was shown to exhibit a significant was attributed to several diffraction peaks resulting from
degree of anisotropy upon deformation and the anisotropy wasintramolecular correlations. Several interesting observations were
observed to increase with increasing orientation. This behavior made regarding the ionomer, amorphous, crystalline, and peak
was explained on the basis of an interparticle scattering model3 positions during the drawing process. The crystalline peak
and was contrasted to the behavior predicted for models position in the meridional and equatorial directions was observed
involving intraparticle scattering. The interparticle scattering to remain constant during the drawing process. However, the
model described the anisotropic scattering in terms of an increaseionomer, amorphous, and peak 3 positions were shown to
in the coherence of the interparticle spacing orthogonal to the decrease in the meridional direction with increasing draw ratio.
orientation direction, accompanied by a corresponding reduction An analysis of the scattering intensity in the azimuthal direction
in the coherence in the parallel directibhin a further (between 0 and 99 shows an increase in the scattering inten-
communication, Elliot et &? found that unaxially oriented  sity with increasing azimuthal angle for the ionomer, crystal-
membranes could relax back to an almost isotropic state whenline, and amorphous peaks, whereas peak 3 shows a decrease
swollen with ethanol/water mixtures. However, membranes in scattering intensity. The increase in intensity of the iono-
swollen in water alone showed no morphological relaxation. mer, amorphous, and crystalline peaks was attributed to more
This behavior was attributed to the ability of ethanol to plasticize chains being aligned along the meridional direction (i.e., paral-
the fluorocarbon matrix of Nafion. lel to the drawing direction). Upon further analysis of the
Londono et aP? reported synchrotron SAXS studies of Hermans orientation factor, it was shown that the ionomer peak
oriented Nafion in which an increase in elongation (up to 150%) reaches maximum orientation at lower draw ratios than the
was shown to lead to a disappearance of the ionomer peak incrystalline peak. On the basis of a fibrillar structure as the model

Recently, Diat and co-workets have used simultaneous
synchrotron small/wide-angle scattering to look the structural

the meridional direction and coupled with a narrowing of the
ionomer peak azimuthally. At the highest elongation, an
equatorial steaksimilar to that seen in SAXS of drawn fibers

containing microfibrils-was observed. Scattering profiles were
obtained along orthogonal orientations of the films. Isotropic
scattering in the direction of orientation led to confirmation of

for Nafion morphology”1830 (i.e., elongated polymeric ag-
gregates which can form bundles), a two-step mechanism was
proposed to describe the orientation process. At small draw
ratios there is a rotation of the bundles followed by an orientation
of the aggregates located within the bundles at higher draw
ratios.

the fibrillar morphology of the Nafion films. From further The above studies have demonstrated how systematic mor-
analysis, the authors suggested that the morphology of uniaxially phological manipulations through uniaxial extension may be
Oriented Naﬂon COhSIStS Of Orien'[ed Cy“ndrlcal or |ame”ar used to more fu"y understand the Comp|ex Supermo'ecular
domains, rather than spherical clusters. organization of Nafion. However, another important aspect of
Computational methods combined with a novel approach in this simple structural manipulation allows for the direct observa-
the application of scattering physics were recently employed tion of morphological rearrangements that are possible when
by Barbi et ak® in a synchrotron SAXS study of Nafion as a these materials are subjected to elevated temperatures. As an
function of mechanical load. The deformation behavior was example of the importance of this fundamental information,
evaluated over a range of elongations—{25%), and a these ionomers are the benchmark membrane materials for
description of the deformation mechanism was proposed in the proton exchange membrane fuel cell (PEMFC) applications.
context of the classical ionomer domain model of Gierke (i.e., Currently, PEMFC systems are required to maintain operation
ionic clusters represented by spheres and connected by nanochatemperatures of 80120 °C, and these temperatures are in the



Macromolecules, Vol. 39, No. 11, 2006 Oriented Nafion Membranes3941

range where the onset of significant molecular mobility is let10
observed? If this molecular mobility can allow for undesirable
morphological rearrangements, then extended high-temperature  '¢*°
operation could compromise performance and durability. Thus, _

by understanding the molecular factors that govern morphologi- &
cal stability, strategies to mitigate the possible occurrence of
undesirable structural changes in these technologically importan
membrane materials may be developed.

While uniaxial extension can yield an anisotropic morphology
in Nafion that is stable and persistent at room temperature, to= .45
date, there have been no complete studies reported on the
thermally induced relaxation of anisotropic Nafion films. In this letd -
study, time-resolved synchrotron SAXS is used to investigate
the thermal relaxation behavior of oriented membranes neutral- s _5'0 _2'5 0 2'5 5'0 7'5 1(')0 |£5 ];O ];5 2(')0 22;5 2;0 2;5 200
ized with tetramethyl (TMA)-, tetraethyl (TEA)-, tetrapropyl
(TPAT)-, and tetrabutylammonium (TBA ions as the samples Temperature (°C)
are heated from 50 to 300C. The degree of orientation, Figure 1. Storage modulus vs temperature fl)H"-, (O) TMA*-,
calculated by the Hermans orientation functidj, énd the (®) TEA*-, (O) TPA™-, and @) TBA*-form Nafion.
relative intensity of the equatorial scattering peaks were obtained

from azimuthal integrations of the anisotropic scattering patterns Sample-to-detector distance was 85 cm. The two-dimensional
and are reported as a function of temperature for each of theScattéring images were recorded using a Mar CCD camera with an
neutralized samples. These data are compared to dynami ntensity uncertainty on the order of 2%. The Nafion samples were

- - eated in a sample chamber in the X-ray beam at a heating rate of
mechanical analysis for the same samples and thus correlate% °C/min with an uncertainty of-1 °C while acquisition times

to our previous assignments of the molecular origins of the ;o kept to 1 min and data were recorded from 50 to 300
mechanical relaxations observed for these matetalrough  |ntensity vs pixel, as well as azimuthal angle, data were obtained
these correlations, we are able to consider morphological from the integration of the 2-D images using the POLAR software
stability on the basis of thermally stimulated changes in developed by Stonybrook Technology and Applied Research, Inc.
molecular dynamics within the complex electrostatic network The relationship between pixel and the momentum transfer vector

let8

P;

le+7

let6

tic Modulus

as

of Nafion. g was determined by calibrating the scattering data with a silver
behenate standard. All scattering intensities were corrected for
Experimental Section transmission, incident beam flux, and background scatter due to

air and Kapton windows. The scattering profiles were corrected
for transmission and background scatter and are represented in
arbitrary, relative intensity units as a function of the scattering
vector,q, which is a function of the scattering angle through the
following relationship:

Materials. Nafion 117 (1100 EW, sulfonic acid form) was
obtained from E.l. DuPont de Nemours & Co. The tetramethyl
(TMAT)-, tetraethyl (TEA)-, tetrapropyl (TPA)-, and tetrabuty-
lammonium (TBA") counterions were obtained from Aldrich in
the form of hydroxides dissolved in either water or methanol. All
other reagents were obtained from Aldrich and used without further .
purification. g=—-sin(@) Q)

PFSI Sample Preparation.The PFSI membranes were cleaned A
by refluxing in 4 M methanolic HSQ, for ca. 12 h. These H ) o )
form membranes were then boiled in deionized (DI) water for 1 h Where4 is the wavelength of radiation (0.1366 nm) afds half
as washed (8) to remove excess acid. For neutralization of Nafion ©f the scattering angle 3. _ _
membranes with the alkylammonium counterions, the samples were  The scattering profiles were also integrated azimuthally over a
prepared by soaking the*form membranes in excess (caxb narrow range of scattering vectors in the vicinity of the ionomer
methanolic solution of the appropriate alkylammonium hydroxide. P€aK max + 0.4 nnT). To analyze the azimuthal plots, a linear
alkylammonium hydroxide with methanol ¥3 and dried in a calculation of the orientation functio)(which will be discussed
vacuum oven at 76C overnight, prior to analysis. later. The data were partitioned into e_qual parts frorll8C°(y)

Uniaxial orientation of the alkylammonium neutralized Nafion and 186-360°(y). The Hermans orientation function was calculated
films were performed on stamped “dog-bone”-shaped samples. Priorfor each of the equatorial peaks, and the two values were averaged.
to orientation, the central sections of the dog bones were markedBecause of increases in the level of noise at high temperatures, it
with regularly spaced ink lines in order to accurately determine Was not possible to calculateover the entire temperature range.
the final draw ratios. The Nafion membranes were oriented to a Therefore, calculations dfvere carried out only for those scattering
draw ratio §@ = I/lg) of 3, using an in-house designed, uniaxial profiles where the fIl_Jctuatlon in t_he ba_sellne intensity\as less
drawing apparatus with temperature control set at 190, 170, 100, than 5% of the maximum peak intensity()max).
and 80°C for the TMA", TEA*, TPA", and TBA" forms, . .
respectively. Immediately after reaching the desired draw ratio, the R€sults and Discussion
membranes were rapidly quenched to room temperature. Dynamic Mechanical Analysis.Figure 1 shows plots of the

Dynamic Mechanical Analysis (DMA). Dynamic mechanical  storage modulus vs temperature for TMATEAT, TPA*, and
measurements were performed using a Seiko Instruments SDMTBA+ neutralized Nafion. As a reference, the mechanical data
5600 series dynamic mechanical spectrometer (DMS 200). Mem-{gr H+-form Nafion have also been included. While the

brane samples were analyzed in the tensile mode at a frequency o echanical behavior of the neutralized forms are dominated by

1H d a heati te of ®&/min. S . .
S;:]I- Aiglgaxl-r:g;zga(t)teringml(g AXS).Variable temperature electrostatic interactiori,it is important to recognize that the

time-resolved small-angle X-ray scattering was performed at the Nydrogen-bonding interactions for the"torm of Nafion (i.e.,
Brookhaven National Laboratory on the Advanced Polymer Beam- the form used in PEMFC applications) yield behavior well
line (X27C) at the National Synchrotron Light Source. The incident Within the range of this specific series of counterion forms. At
X-ray beam was tuned to a wavelength of 0.1366 nm, and the low temperatures (i.e., less than 50), the storage modulus
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Figure 2. SAXS powder patterns and radial integration profiles (50

°C) for @) TMA*-, (@) TEA'-, (O) TPA*-, and @) TBA*-form 50°C 103°C l14°C
Nafion.
remains high regardless of the counterion type, which is a - _

characteristic behavior of a cross-linked network below its glass
transition temperature. The effect of counterion size is most
significant in the rubbery modulus and the terminal region. As 125°C
the size of the counterion increases, the temperature at which
the storage modulus drops by several orders of magnitude
decreases across the entire temperature range measured. It is
also important to note that the transition in the storage modulus

(1) decreases in temperature and (2) becomes less distinct with ~ —— —
an increase in the counterion size. Figure 3. SAXS patterns of orientedlf = 3) TMA*- and TBA*-

Small-Angle X-ray Analysis. Figure 2 shows the relative floor(r)nocwaﬂon during the heating process and after cooling to

scattering intensity as a function of scattering veajpgbtained
from radial integrations of the 2-dimensional scattering patterns °C, which relaxes during the heating process. However, the

Cooled to 100°C

(displayed as insets) for TMA TEA*, TPA*, and TBA' relaxation to isotropic scattering occurs at a much lower
Nafion at 50°C. Each of the scattering profiles contains two temperature (ca. 130 deg lower), compared to the Thdm
distinct scattering maxima occurring at ¢g= 0.4—0.6 nn1t Nafion, and the scattering intensity weakens significantly near

and caq = 1.7-2.0 nnt! and has been attributed to intercrys- 250 °C.
talline domain scattering (often referred to as the long period)  For both the TMA- and TBAt-form Nafion samples in
and interparticle scattering from the ionic domains, respec- Figure 3, scattering from the ionic domains reappears with
tively.34In this as-received (unoriented) state, the 2-D scattering increased intensity upon cooling, and the 2-D patterns are clearly
patterns are essentially isotropic; however, a slight asymmetry observed to be more isotropic, relative to the initial oriented
in the ionomer peak is apparent in the TBform Nafion state. This behavior suggests that the spatial distribution of ion
sample and is indicative of residual orientation in the as-received pairs is significantly disrupted at elevated temperatures, yielding
film due to the manufacturing process (i.e., the machine direction a more homogeneous distribution (i.e., with characteristic weak
in the extruded films). While interesting differences in the scattering), yet the reassociation into distinct aggregates is
scattering intensity of the peak attributed to the crystalline reversible upon cooling. Moreover, this thermally stimulated
character are apparent with changes in counterion type, theseaedistribution of ion pairs allows for a profound morphological
observations are likely linked to changes in scattering contrast, rearrangement back to a more isotropic morphology similar to
and a further analysis is outside the scope of this study. Thus,that observed for the unoriented samples. From a qualitative
analysis of the oriented films in this study will focus on the inspection of the uncorrected, 2-dimensional scattering patterns
scattering peak arising from the ionic domains. it can be seen that as the size of the counterion increases (1)
For TMA*-and TBA"-form Nafion oriented to a draw ratio  the equatorial arc due to orientation becomes broader in the
of A, = 3, Figure 3 shows the effect of temperature on azimuthal direction ¥), indicating a decreasing degree of
the anisotropic character of the scattering profiles. In agree- orientation, and (2) the temperature at which relaxation to an
ment with earlier studie$7:8:13.29.30.33he anisotropic scattering  isotropic morphology occurs decreases. The lower degree of
from the sample heated to 5C is characterized by (1) two  residual orientation observed as the counterion size increases
equatorial spots, which are attributed to scattering arising from can be explained by the ability of the larger counterions to
the oriented ionic domains (ionomer peak), and (2) Iqw facilitate greater chain mobilit# Because of the greater chain
equatorial streaking, which is attributed to a fibrillar-type mobility, there is a significant degree of stress relaxation that
morphology!”18:30 As the sample is heated, the anisotropic can occur during the orienting and thermal annealing processes,

scattering of the ionomer peak, for TMAorm Nafion, is thus leading to a less oriented morphology in the final state
shown to persist up to temperatures around ZB5However, (after cooling to room temperature).
at temperatures close to 300, the scattering profile transforms Figure 4A-D shows the variable temperature azimuthal plots

into a weak isotropic halo. The scattering for oriented TBA  for TMA ™, TEAT, TPAT, and TBA' Nafion, respectively. Each
form Nafion (Figure 3) also shows anisotropic scattering at 50 of the samples shows strong equatorial scattering peaks located
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Figure 4. Variable temperature SAXS for scattering in the azimuthal directigriar (A) TMA *-, (B) TEA'-, (C) TPA'-, and (D) TBA'-form
Nafion.

at approximately 9and 270 (y) with respect to the orientation
direction. These peaks arise from correlations in the direction

1.0
perpendicular to orientation and are attributed to orientation of g
the ionic domains parallel to the orientation direction. For each & . |
counterion form, the anisotropic scattering from the highly g,
oriented samples transforms, at elevated temperatures, into-£
isotropic profiles with a uniform distribution of scattered % 061
intensity over all azimuthal angles. Moreover, the temperatures

at which these sudden transformations occur are found to g 04 A
decrease with increasing counterion size.

A more direct comparison of the temperature-dependent
scattering behavior can be seen in Figure 5 as plots of the

Normaliz
(=]
[38)

maximum intensity of the equatorial peak in the range of-180 00
360C°(y) as a function of temperature. These data are character- )

ized by a “two-tiered” decrease in the scattering intensity with
increasing temperature (similar to that seen for the storage

Temperature (°C)

modulus in Figure 1), and the temperature range over which Figure 5. Normalized scattering intensity of the equatorial peak due
the changes in intensity occurs decreases with increasing$£2$ lonic _(I!grAnflnS ajanTﬂétAlgnfOftemp?rature &) TMA*-, (@)
counterion size. For example, the equatorial peak for TMA - (V) - and () -form Nation.

Nafion shows a drop in intensity up to ca. 126, where it
reaches a plateau persisting up to ca. 28Pabove which the

increases and is quite narrow for TBAafion. A comparison

intensity drops off in a rapid, stepwise fashion. This behavior of the position of the tad peaks in the DMA with the second
is also observed for the other alkylammonium neutralized drop in intensity of the equatorial peak can be seen in Table 1.
samples, although the plateau narrows as the counterion sizdt is apparent that the second, larger drop in intensity correlates
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orientation functionf) assumes a value of 1 for a system with
complete orientation of the scattering entities parallel to the
0.4 director and—1/; for the case where complete orientation of
the scattering entities is perpendicular to the director. For
samples with no orientation the value fos zero. In the case

0.0 calculated from the integral
é 0.1 - : 12{5 ‘/Zzl(x) cog y siny dy
5 e Tpa* [Bo¢ 0= —— (3)
~ —o— TBA" j;ll(x) siny dy
E 0.2
fé wherel(y) is the scattering intensity as a functionyoénd the
2 03] limits of integration are betweep: and y2. The Hermans
p
=)
<
g
3]
s

05 ' ' ' j of oriented Nafion it is necessary to clarify that the director is
50 100 150 200 250 .
the momentum transfer vector (or scattering vectqr)f the
Temperature (°C) orientation direction of the films is established as the primary
Figure 6. Hermans orientation functiorf)(vs temperature for@) axis, then the directog, will be perpendicular to the orientation
TMA*-, (v) TEA*-, (B) TPA*-, and ©) TBA*-form Nafion. plane, resulting in values dfnear—1x.

The results of the Hermans orientation function calculations
are shown in Figure 6, wherkis plotted as a function of
temperature for each of the neutralized forms of Nafion. At low

Table 1. Transition Temperatures (C) Measured by DMA and
SAXS for Oriented TMA ¥, TEA*, TPAT, and TBA* Nafion

DMA temperatures, the initial value bfs seen to range between ca.
counterion form a B SAXS —0.4 to —0.35, which indicates considerable orientation per-
TMA* 235 135 246-260 pendicular to the orientation director as previously stated and
TEA* 160 110 176-200 in agreement with the literature. Also, the absolute value of the
TRAT 130 100 136-150 initial orientation parameter increases with decreasing counterion
TBA 100 70 116-130 size (i.e.,|fl — TMA+ > TEA* > TPA* > TBA™), which

indicates higher degrees of orientation for the smaller counter-
very well with thea relaxation in the DMA. These data are in ions. ,Agair']l this behavior can be accounted for by stress
excellent agreement with earlier studies showing a link between re|axation—facilitated by increased mobility due to counterion
changes in the morphology and mechanical relaxations in size—during the orientation and/or cooling process. For TMA

unoriented Nafion films? and TEA" Nafion, f remains relatively constant until ca. 250
A quantitative evaluation of the degree of orientation may and 190°C, respectively. Above these temperaturbsgins to
be obtained using the Hermans orientation functim(order approach zero (i.e., an isotropic, unoriented state) and becomes

to assess the relaxation temperature of the anisotropic morpholimmeasurable due to the baseline noise. The transitiorfs in
ogy. The Hermans orientation functiof) (vas calculated from values for TPA and TBA' Nafion are not as well defined but
the azimuthal plots seen in Figure 4 and is show a steady approach toward zero abové@0
Together, the data in Figures 5 and 6 give a clear picture of
30 41 the relax_ation process for the_ anisqtropic morphology_of oriented
f="T A - 2) Nafion films, and in correlation with our understanding of the
2 dynamic mechanical relaxations in DMA it is evident that
the morphological rearrangements observed at elevated tem-
wherey is the azimuthal angle aridog y[(the average squared peratures are linked to the stability of the electrostatic network.
of the cosine) is an expression of the orientation and can beAs a direct comparison, the DMA and SAXS data for TMA

1.0 A 0.0 - 0.5
2 s
172}
£081 501 o wmmom, Flet o
2 SR o
Ll g N’
eh =3 m
£ 06 1 s02{  — 2 103
& B E let8 5 o
= 3 2 g
S = ) s
%% 5 s =
-8 0.4 ';-0.3 b - 0.2
£ 12 >
= = Elet7F
Eoo] S04 A Fol
° 3
Z =

004 -05+ : : : : let6 L 0.0

50 100 150 200 250 300
Temperature (°C)

Figure 7. Correlations for TMA-form Nafion between the SAXS and DMA results showing @& lormalized scattering intensityllf Hermans
orientation functionf), (v) storage modulus, andj tan d.
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Nafion are plotted together vs temperature in Figure 7. The However, significant morphological instability, leading to
initial decrease of the normalized scattering intensity of the possible structural rearrangement, is feasible in these iono-
equatorial peak for TMA Nafion cannot be attributed to mers if the application temperatures exceed theelaxa-
relaxation of the anisotropic morphology due to the fact that  tion.

which is indicative of the degree of orientation, remains constant  While the use of this series of alkylammonium ions pro-
up to temperatures of ca. 28C. The initial drop in intensity vides the necessary systematic variations in electrostatic interac-
correlates very well with thg relaxation observed in the storage tions in order to elucidate the origins of morphological/
modulus, as can be seen in Figure 7. Since the orientedmechanical relaxations in these ionomers, it is important to note
morphology is not relaxing, the change in intensity can be that the principal application of Nafion (e.g., in PEM fuel cells)
explained as a result of a change in the contrast between thenvolves the H-form. Nevertheless, with this fundamen-
matrix and the ionic domains, which occurs due to relative tal understanding of the link between morphological sta-
density changes in the amorphous phase and the ionic domainsbility and chain dynamics, subsequent studies of the morpho-
Therefore, these data demonstrate that Nafion is morphologicallylogical behavior of Nafion in the Hform are likely to yield a
stable over temperature ranges in the vicinity ofghelaxation, deeper insight into the structural factors that may be controlled
which is attributed to th&y of Nafion. in order to yield more durable membranes with enhanced

The dramatic decrease in the intensity between 240 and ogoPerformance.
°C (Figure 7) coincides with a change in(i.e., f begins to
increase toward zero), indicative of a relaxation of the aniso- ~Acknowledgment. The authors acknowledge DuPont for
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